Torque Collar Wet Lay-Up

C. Neumeyer 7/1/3
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Original Style Torque Collar with HolesFor Epoxy Outflow 

(some remnant epoxy still evident after removal)
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Modified Bottom End Torque Collar with Pins Welded in Holes
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Wet Lay-Up Removed from Bottom End

 (Note de-lamination at bond on left hand piece vs. de-lamination of wet-lay up itself on right hand piece)
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Wet Lay-Up on Top End (Note Black Powder Contamination indicating that collar was de-bonded)
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Inner Leg after Wet Lay-Up Removal On Bottom End 
