 PRINCETON UNIVERSITY				13-980331-TM-02


Plasma Physics Laboratory: 


Fabrication, Operations and Maintenance Division








To: J. Chrzanowski (WBS 1 Manager)	Date:  March 31, 1998





From: Thomas G. Meighan			Subject: Everson Electric 									Vendor Visit March, 									30,1998





_____________________________________________________________


INTEROFFICE MEMORANDUM





	On Monday, March 30,1998, John Bosco (PPPL Quality control) and I visited Everson Electric to inspect and witness the hydrostatic test of the first set of water fittings at the joggle  from layer 1 to layer 2. We meet with Tuan Hoang and Chuck Hallquist (Project engineers) and Gregory Naumovich (Director of engineering) at Everson





	The water fitting leakage problem did not go away. It looks 100 percent better than what it was but we still have two very small leaks at the same place the previous ones failed. The tig braze and solder job look very good but they must have cracked when the joints were wound in to place on the coil. In talking to the project engineers and the technician winding the coil at Everson we are leaning toward a slight modification of the original design were the tube comes out of the end of the conductor.	





	Greg Naumovich and I talked with Phil Heitzenroder on the phone from Everson and we all agreed that Everson should do nothing until PPPL gets back to them with a different design	























Cc	P. Heitzenroeder


	F. Malinowski


	C. Neumeyer


	M. Ono


	G. Potonak


	L. Sutton


	C. Such


	M. Williams


